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Introduction

Coronary stenting undoubtedly constitutes a break-
through technology in interventional cardiology.
However, its long-term success has led to the devel-
opment of an iatrogenic form of a new localized dis-
ease, in-stent (re)stenosis formation (ISR). The
increasing number of implanted coronary stents also
means an increase in the number of stent (re)stenoses
that require treatment. This increase can also be attrib-
uted to an expansion of indications (diabetes, small

vessels, recanalization of acutely and chronically
occluded vessels, etc.). Trying to solve a localized
problem with a localized solution seemed like the
obvious approach. Aside from the (local) administra-
tion of radioactivity, there has been no shortage of
attempts to reduce the excessive neointimal reaction
within the stent (in-stent) and on its proximal and dis-
tal ends (in-segment) following implantation.
Examples include: tailored changes of the stent design
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Summary

Coronary intervention using stents started with the purpose of reducing the stent’s surface-tissue response. Such
stents avoid a local negative remodeling effect; however, neointimal proliferation could not be positively influ-
enced. Altogether, in daily practice the in-stent(re-)stenosis (ISR) rate is about 20 − 25%. Passive coatings are
apparently insufficient for a convincing reduction of ISR, however, just in the actual beginning era of active drug
coatings, such coatings have now an expanded application with respect to the permanently antithrombotically
active base (e.g. silicon carbide) or as a biocompatible drug reservoir (e.g. phosphorylcholine, aluminiumhydrox-
ide). An effectively influence of antiproliferative drugs locally and temporarily administered by stents should be
expected − the era of active coatings currently dominates experimental and clinical research. The paper describes
some important advantages and drawbacks of local drug elution using direct application and polymer based
release of different drugs. With respect to such initial clinical studies as RAVEL and SIRIUS, an ISR-rate of 10%
can be expected under routine conditions. Because of various differences in mechanisms, no general conclusions
applicable to all agent groups can be expected. It will be the task of further experimental and clinical research to
gradually define the real indication areas and to develop different systems for applications (multistaged and mul-
titargeted systems) and drugs (e.g. from cell killing to smooth muscle cell phenotype modulators). In addition, the
preconditions for optimizing stent therapy will be further improved by the use of completely degradable stent sys-
tems (basic carrier and coating). Thus, by borrowing from nature, a more physiological healing of the lesion will
be the final goal of the interventional efforts at the way from "reduce the surface tissue response" to "induce an
adequate local host response".
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reactions, and inhibits allergen-caused inflammatory
reactions (nickel, molybdenum) [4]. Significant par-
tial successes (Braunwald IIIb) could thus be achieved
in clinical subgroups (e.g., unstable angina pecto-
ris), but there is an increased risk for an ISR (TRUST
Study − see [5]). However, passive coatings are appar-
ently not sufficient for a convincing reduction of ISR
that also includes broader indications (even when
heparin bindings are included − see [6]). But in the
age of active coatings, passive coatings are now gain-
ing new, expanded application as a permanently
antithrombotically active base (e.g., silicon carbide)
or as a biocompatible reservoir (e.g., phosphoryl-
choline) (Figure 1).
All previous attempts to effectively influence the ISR
by systemic active agent applications have so far been
unsuccessful [7]. Apparently, the concentration of the
necessary agent is not reached locally in the vascular
wall. Therefore, the use of the stent itself as a carrier
for the active agent(s) was an obvious approach in this
case. With the help of the stent, the essential concen-
trated local agent reached the site without having to
worry about negative systemic effects. This approach
is also favored because the agent can be applied direct-
ly to the site (within limits − see below) and at the
same time as the application. The active coating prin-
ciple, that of "drug-eluting" stents, currently dominates
experimental and clinical research − another break-
through technology enriching interventional cardiolo-
gy, even though a well-grounded description is not yet
available. 

Principle

The basic principle combines mechanical coverage of
the lesion (at the moment still permanent) with local
pharmacologic modulation of the subsequent biologic
processes; the stent serves as the carrier for the (more
or less controlled) application of an active agent.
Principally, active agents can be attached at/in the non-
degradable stent in three forms:

• by direct (adsorptive or covalent) binding of the
agent to the strut surface;

• by putting them into specially created cavities in the
struts (with or without additional covering by a
resorbable polymer); and

• by polymer coating (of the struts-coating, or of the
entire stent as a polymer sheath-covering).

(better scaffolding, smaller strut thicknesses, "assimi-
lated stenting" by adapting the mechanical properties
to the local requirements, etc.), optimizing the physi-
co-chemical surface characteristics of the implanted
material (e.g., electro-polishing), and the use of pas-
sive stent coating (for examples of passive coat-
ings, see [1-3]). This improves the biocompatibility
of the surfaces, reduces local cellular and plasmatic

Figure 1. Example of a hybrid coating consisting of 316L,
basis coated with a-SiC:H, topcoat with a high-molecular
polylactide.

Stent design
• Strut (in)conformity along the stent
• Strut penetration depth(s) (injury)
• Used cell sizes
• Max./min. distance between the struts in tortuous vascu-

lar passages (inner and outer radius)
• Max./min. diffusion distance

Active agent(s)
• Retaining pharmacologic activity after sterilization
• Hydrophilic or hydrophobic
• Mechanism(s) of the biologic action 

(e.g., Does the medication reach the target location?)
• Toxicity/concentration – therapeutic window
• Type and kinetics of the releasing agent 
• Specific diffusion and convection properties 

(molecular size and charge, binding to proteins, etc.)

Lesion to be treated
• Excentricity
• Calcification
• Endothelization
• Matrix composition
• Cellular uptake/activation 

(e.g., for gene-therapeutic concepts)

Table 1. Additional requirements/influence factors for a
local vascular active agent application by stent application.
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The disadvantage of the first form is its low concentra-
tion of active agent. However, the possibility of includ-
ing a selective abluminal stent coating could be advan-
tageous, by reducing the negative effects on luminal
neo-endothelialization when using anti-proliferatively
active substances (e.g., in the paclitaxel-eluting stent
by Cook Inc., USA). The second form complicates the
distribution of the controlled local agent (and the con-
nected spatial distribution in the tissue). Therefore, the
efforts of developers are currently concentrated on a
polymer coating. Table 1 contains the principal signifi-
cant factors for a local vascular active agent application.

Carrier Substances

The functional basic types of carrier substances are list-
ed in Table 2. Aside from the necessity of meeting cer-
tain mechanical requirements (breaking elongation,
recoil behavior, mechanical strength during the crimp-
ing process and balloon application, and sufficient
adherence to the stent struts even in areas with the high-
est mechanical stress, see Figure 2), it is not a trivial
technology to concentrate a sufficient amount of the
active agent in the polymer and to release it to the sur-
rounding tissue under in-vivo conditions with con-
trolled (known) release kinetics just with respect to the
lack of thrombogenicity, and the requirement to retain

all these characteristics even after the necessary steril-
ization process. Finally, the polymers themselves may
not cause a local (unspecific) inflammatory reaction
which, in turn, would have to be treated with the used
active agent. Principally it has to be assumed that all
foreign non-resorbable and resorbable polymers induce
at least an initial tissue reaction. In the case of
resorbable polymers, further reactions are to be expect-
ed in the final stage of degradation (release of soluble
components, fragmentations). After negative experi-
ences with some polymers (non-degradable ones as
well as degradable ones − the so-called pro-prolifera-
tive effect) [8], some polymers (usually a polymer mix)
have be successfully developed that show no relevant
additional deleterious effects under in-vivo conditions,

Polymer types for stent coating according to their degrad-
ability

• Non-degradable polymers (e.g., polyvinyl-pyrolidone, poly-
urethane, polyethylene vinyl-
acetate, polybutyl methacrylate);

• Degradable polymers (e.g., polyhydroxy butyl acid, 
poly-(l)-lactide)

Polymer types for stent coating according to their synthesis

• Synthetic polymers (e.g., polybutyl methacrylate, 
poly-(l)-lactide, phosphorylcho-
line)

• Biologic polymers (e.g., hyaluronic acid, chondro-
itin sulfate, fibrin)

Polymer types for stent coating according to their biologi-
cal effect

• Polymers with mostly (e.g., poly-(l)-lactide, phosphoryl
lacking local effects on choline)
cellular and humoral
elements (passivation) 

• Bioactive polymers (e.g., hyaluronic acid, polymer
ized glucosamino-glycane)

Table 2. Polymers for stent coatings. Note, this is not a com-
plete list.

Figure 2. Example demonstrating the quality of a stent coat-
ing. Lekton, diameter = 3.5 mm, burst pressure = 10 bar
(Biotronik, Germany) with high-molecular polylactide;
Panel a) prior to stent opening; Panel b) after balloon
dilatation.

a

b
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Figure 3. Panel a) in-vivo active agent release (here sirolimus) from a stent without (fast release   )or with (slow release   ) top-
coat (BX Velocity, Cordis, USA) modified according to Wilensky. Panel b) example for agent release of a peroxisome-prolifer-
ator-activated receptor (PPAR) agonist (40 weight %) from a high-molar poly-L-lactide (PLLA) stent coating (60 weight %).

a b

sis (in an aqueous milieu) to lactic acid (L-lactate), the
monomer starting material. The known long degrada-
tion time of PLLA is caused by the hydrophobic char-
acter of the polymer, which guarantees a relatively low
water uptake, leading to a diminished hydrolysis rate.
Decomposition comprises four phases: 

• loosening and dissolution of secondary and tertiary
polymer structures by water uptake (hydration); 

• hydrolytic cleavage of ester bindings − causing
shortening of the polymer chains and reduction in
mol mass (loss of solidity);

• further cleavage of ester bindings until falling below
a critical mol mass (10 000 − 20 000 g/mol) necessary
for mass coherence (loss of mass coherence); and 

• complete decomposition − fragmentation and disso-
lution of the low-molecular compounds.

at least in the early phase. Along with degradation
kinetics and the decomposition products formed during
degradation, the molecular weight is also important for
the biologic effect [9]. An observed correlation between
the primary molecular weight and the degradation
kinetics may provide the explanation [10]. Layer thick-
ness, electrochemical properties, pore sizes, and the
squeezing phenomena during the stent application
determine, in combination with the specific characteris-
tics of the drug, the amount and kind of agent release
for the currently experimental and clinically used non-
degradable polymers. Diffusion and convection follow
their respective laws, and their release (and thus effect)
kinetics can only be controlled by additional mecha-
nisms (so-called "top-coating"). Here the basis layer
serves as the active agent's reservoir; the additional
outer layer (topcoat) constitutes a diffusion barrier,
which helps to delay the release of the agent (slow drug
release − for example, the sirolimus-eluting BX veloci-
ty stent system, Cordis/Warren, USA) (Figure 3). The
total amount of releasable active agent is limited by the
total amount of the attached polymer. The physico-
chemical properties (e.g., crystallization) additionally
limit the agent's uptake capability for a given polymer,
or they in turn influence the mechanical properties of
the layer itself [10]. The requirements for local "passiv-
ity" are undoubtedly higher for degradable polymers;
however, they have potential advantages for a pro-
longed controlled-release of the active agent. Poly-L-
lactide (PLLA) must be regarded currently as the most
suitable resorbable polymer for coronary stents. In
accordance with its chemical structure, the partially
crystalline polyester PLLA is decomposed by hydroly-

Figure 4. Dependency of poly-L-lactide (PLLA) degradation
from the primary mol mass (in kDa = µg/mol) according to
Gogolewski [10]. MW = mass/mol.
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During degradation, a rise in crystallinity can be
observed, caused by the crystallization of chain frag-
ments in the hydrolyzed, amorphous regions of the
polymer. The degree of crystallinity and mol mass are
important for degradation kinetics ([10] and Figure 4).
Other important factors are the implant size (surface −
volume ratio), the implantation location, and additions
(in the form of amorphous or hydrophilic blend part-
ners). One must also consider that water-soluble addi-
tions (even water-soluble active agents) lead to a larger
inner surface due to the wash-out of the addition from
the polymer matrix, which may cause acceleration of
the degradation. Resulting from the chemical structure

of PLLA, an accelerated degradation can also be
expected from acidic and alkaline additions (including
respective active agents), because the cleavage of the
ester bindings is catalyzed by acids as well as bases.
Furthermore, the influence of intrinsic enzymes must
be taken into account under in-vivo conditions [11]. For
PLLA this means that a degradation time between 1 and
2 years can be assumed with direct blood contact, and
of more than 2 years in the tissue. A marked accelera-
tion of the polymer degradation can be achieved by
combination with other polymers (e.g., poly-3-hydroxy
butyric acid) [12]. With a well-designed active agent
binding and release from the polymer or its compo-
nents, agent release systems can be imagined that are in
the end determined by the degradation kinetics them-
selves.
Another improvement can be expected from the use of
so-called bioactive polymers (of synthetic or biologic
origin) [13,14]. Based on a ligand-receptor binding,
they allow combining so-called passivation effects
(absent or minimally developed local cellular reac-
tions) with tailored active elements (controlled cellular
reaction). One example for such a development is the
stent coating with polymerized hyaluronic acid. Aside
from the excellent local compatibility (passivation) of
this water-insoluble, but degradable bio-polymer,
receptor-mediated active effects on the proliferation
properties of the smooth muscle cells (RHAMM and
CD44) are expected (inherent intrinsic effect of the
active agent carrier) [15,16] (Figures 5 and 6). Further

Figure 5. Vitality behavior of human endothelium cells and
smooth muscle cells in a cell culture. Comparison between
glass, cross-linked hyaluronic acid, and polystyrene via the
membrane touch switch test.

Figure 6. Covalent binding of cross-linked hyaluronic acid to a-SiC:H – an example of an inorganic-organic stent coating
(Biotronik, Germany). 
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(e.g., paclitaxel) or active agents with a narrow thera-
peutic window. If it is necessary to implant multiple
stents in one lesion, the uneven agent distribution gains
additional significance. On the one hand, a "gap"
between the stents must be avoided, in order not to gen-
erate zones where the agent concentration is too low (at
the site of the space between the stents). On the other
hand, an overlapping stent implantation can lead to a
local overdose with negative consequences, e.g., for the
subsequent neo-endothelization at the site of the over-
lapping agent-carrying stent struts. There are already
primary clinical indications that phenomena similar to
those known from brachytherapy (where they are
referred to as the "candy wrapper effect," while they are
restenosis formations at the site of the stent ends, so-
called in-segment obstructions, in these cases) occur at
the stent ends, possibly caused by a drop in the concen-
tration of the active agent [21]. Further studies are
needed to decide whether "cold ends" or "hot ends"
(analogous to brachytherapy) might be the solution,
whether other phenomena (e.g., high pressure after-
dilatation at SIRIUS) might be responsible, and
whether these phenomena are of a general nature at all
or perhaps are restricted to specific active agents.

Active Agents

The ISR is apparently a multifactor process, with pro-
liferation and expression of the smooth muscle cells in
the vascular wall, and differently activated hematoge-
nous cell types playing the dominant role. It is hard to
imagine that such a multifactor and "multi-staged"
process, combined with very different individual initial
conditions, can be completely brought under control by
one active agent administered at a single time.
Theoretically, the principles listed in Table 3 should be
promising for the selection of suitable agents. A num-
ber of potential candidates for a promising approach
were experimentally derived from these principles, and
some have also been clinically studied (though only
under selective initial conditions; see Table 4). This list
of candidates is incomplete since new interesting and
theoretically promising active agents are constantly
added. However, the current approach in the search for
suitable agents is mostly one of trial and error ("find a
drug, don't search for the drug"). Positive as well as
negative surprises can be expected. The properties of
the agent are important for the release kinetics of incor-
porated active agents from the polymer matrix, as well

advances can be anticipated especially in the field of
carrier substances, particularly in the field of degrad-
able carriers.

The Role of the Stent Design

Table 1 describes some important aspects for a suitable
stent design, whereby it is impossible to separate the
intended biologic action mechanism of the applied
active agent from the design itself. It cannot be expect-
ed that one stent design will be sufficient for all poten-
tial active agents. If a potential agent (e.g., c-myc anti-
sense) is to reach the smooth muscle cells quickly and
directly, a controlled intramural application is advanta-
geous, if not completely necessary [17]. Currently,
existing conventional stents can achieve this only if the
struts puncture the lamina elastica interna (and thus
cause themselves a relevant undesired "injury
response" in return [18]). At the moment, rather
impractical (costs, additional risks, access to lesion)
additional systems (e.g., infiltrator, IVT, USA ) are nec-
essary. For the currently existing or experimentally and
clinically tested drug-eluting stent systems, the
mechanical contact between coated (and therefore
agent-loaded) strut and the endothelium or the suben-
dothelial tissue (depending on the strut penetration
depth) is crucial. Because of the differing strut density
(e.g., in tortuous vascular passages), a spatial concen-
tration difference of the applied active agent has to be
assumed [19,20]. Zones with agents that are too low or
too highly concentrated are to be expected in the same
stented vascular segment. To reduce this influence of
the stent geometry on the concentrated agent in the tis-
sue − an important influence for local tissue reaction −
a stent design with strut distances that are as evenly
spaced as possible along the entire course of the stent in
its dilated or implanted state is preferred. This especial-
ly applies to systems that use hydrophobic active agents

• Inhibition of cell division at as early a phase as possible

• Induction of apoptosis, not of cell necrosis

• Primarily selective inhibition on smooth muscle fibers 
(no or only slight impairment of the neo-endothelization)

• Inhibition of cell migration and excessive collagen 
expression by the cells

• Inhibition of the local inflammatory reaction 
(if exceeding the normal wound healing process)

• Avoidance of (short- and longer-term) counter-regulation

Table 3. Strategies for selecting suitable active agents.
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as the chemical structure of the polymer and the result-
ing physico-chemical properties. For instance, given
the same polymer matrix, agents that dissolve well in
water (hydrophilic) are eluded faster from the polymer
than substances that dissolve poorly in water
(hydrophobic). The lipophilic response is also of great
importance for tissue distribution. Without a polymer
basis (e.g., direct binding of the active agent on the
metal), only lipophilic substances can be used. During
the clinical application (with the respective different
local initial conditions), it is expected that only differ-
ent concentrations of agents with different release
kinetics will bring the desired optimal success. Experts
agree that an active agent should show positive effects
under the conditions of an animal experiment, porcine
if possible, before it is clinically tested (for evaluation
criteria, see Table 5). However, there are increasing
indications that (aside from the known principal prob-
lems with applying data from animal experiments to
the human situation) negative long-term effects cannot
be excluded using the preferred test duration of 28
days. This is equivalent to a follow-up of 6 months
under human conditions. These effects are well-known
from the use of paclitaxel (in animal experiments and
clinical experience) [22,23]. It is precisely this objec-
tive inability to apply animal data to humans that calls
for caution in evaluating early clinical successes and in
applying the therapy concept to a broad clinical popu-
lation (too early). Thus, the first euphoric zero-percent
restenosis reports from selected patients [24,25] are
now being followed by reports of considerable
restenosis rates when high-risk patients are analyzed
(e.g., diabetics with 17.6% in-segment stenoses and
18.9% in-segment stenoses for smaller vessels [26].
On the one hand, a lack of alternatives makes clinical
tests based on well-founded concepts and carefully
gathered in-vitro and in-vivo data necessary. On the
other hand, it should not be overlooked that about 70%
of all stented patients apparently do not need a "drug-
eluting system" because they do not develop an ISR in
the first two years after implantation. Non-coated and
passively coated stents (as well as the "conventional
balloon dilatation" itself) have not lost their impor-
tance in clinical therapy [27]. It should also be studied
whether drug-eluting systems based on (permanent)
hypothrombogenic stent coatings, with anti-prolifera-
tively active substances and negative effects on the
neo-endothelization, might have desirable effects (e.g.,
avoidance of long-term medication with platelet aggre-

Mostly anti-proliferative effect*
• Paclitaxel or taxol derivates
• Methotrexat
• Actinomycin
• Vincristin
• c-myc antisense
• Angiopeptin

Mostly anti-inflammatory effect including
immunosuppression**

• Sirolimus/rapamycin
• Tacrolimus/FK 506)
• Cyclosporin
• Dexamethason/methylprednisolon
• HMG CoA reductase inhibitors

Combination of (*) and (**)
• Proteosomic inhibition
• Peroxisomic receptor activation (PPAR agonists)
• Ubiquitin-proteasomic inhibition

Mostly coagulation inhibition or inhibition of the
coagulation activation

• Heparin
• Hirudin
• Iluprost
• Abciximab
• Clopidogrel

Mostly inhibition of the cell migration/modulators of the
extracellular matrix 

• Batimastat
• Halofuginone 
• Hyaluronan
• Tyrphostin
• PPAR agonists

Mostly effect on an early restoration of the endothelial 
function

• VEGF
• HMG CoA reductase inhibitors
• INOS gene transfer
• 17-ß-estradiol

Table 4. Active agent candidates (selection) for a "drug-
eluting" stent modified according to [17].

• Lacking relevant thrombogenicity (for ongoing thrombo-
cyte-inhibitory therapy with clopidogrel or ticlopidine)

• Dose-dependent reduction of the neointimal formation

• Mostly absent or in comparison to non-coated stent with
analogous design reduced local inflammatory reaction

• Proof of a neo-endothelialization 

• Absent or only very slightly developed fibrin deposition in
the immediate vicinity of the strut

• Lacking epicardiac reaction

• Lacking intramural necrosis or hemorrhages

Table 5. Evaluation criteria for the suitability of the ac-
tive agent. Porcine animal experiment, minimum duration
4 weeks at coronary implantation, compared to non-coated
stent with an analogous design.
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remodeling phenomena, as they are also found in
brachytherapy. This has also lead to an extension of
several months of the accompanying drug therapy with
thrombocyte aggregation inhibitors in patients after the
implantation of a drug-eluting stent, in order to prevent
late complications. The reactive biological effects in
the vascular wall in cases of decreasing active agent
concentration (stent ends, but also after conclusion of
the agent's active phase) are not well understood.
Because of the differing mechanisms, no general con-
clusions applicable to all agent groups can be expect-
ed. In the long term, we must determine how the vas-
cular wall adapts to a variable active agent concentra-
tion, as well as (if carrier substances are used) to the
remaining or degrading polymer. 

Outlook

This paper is intentionally technology-oriented with
the intention of focusing on "unfinished subjects" and
to underscore how probability and therapeutic potency
are associated with local "drug elution" (see the respec-
tive references for current clinical data). It will be the
task of experimental and clinical research, as well as
organized, practical experiences, to gradually define
the actual indication areas and develop different sys-
tems for various applications (e.g., intramural applica-
tion, "multi-staged and multi-targeted" systems) in
order to meet the problem of ISR with the necessary
breadth and required critical depth. It can be expected
that the preconditions for optimizing stent therapy will
be further improved by the use of completely degrad-
able implants (on a polymer basis − [29] or based on
metallic alloys [30]), since this potentially achieves
better (and more diverse) preconditions for a "multi-
staged/multi-targeted system," and also prevents the
permanent mitogenic irritation in a constantly moving

gation inhibitors − see also [28]). In the author's opin-
ion, the exciting field of active agent-carrying stents
has to generally be put on a more solid scientific foun-
dation with the necessary critical perspective to allow
its entrance into a wider therapeutic spectrum for
patients with coronary vascular disease. 

The Complete System (Balloon Catheter with Stent)

It was previously mentioned that sterilization must be
possible without any negative consequences for the
carrier substance and the active agent. The agent load
creates new requirements on the durability of the entire
system. "Loading" shortly before the intervention is
possible but not very practical. The approval require-
ments will change (and become more expensive),
because we are mostly dealing with combinations of
systems. Uncontrolled damage to the layer and agent
losses during the balloon dilatation (e.g., due to fric-
tion) should be excluded by suitable in-vitro tests. In
case of a partial or complete "covering," the mechani-
cal properties of the stent are changed (crossability,
flexibility, etc.). To reduce possible consequences, a
pre-dilatation is currently recommended prior to stent
implantation; this also makes the entire process more
expensive. Based on the existing pathophysiologic
knowledge, it is difficult to ask for or justify certain
defined release forms (duration, initial and final con-
centration, etc.). Nevertheless, validated and thus stan-
dardized release mechanisms must be requested if only
to gather the necessary experiences for further devel-
opment in a targeted clinical application. 

Current Limitations

This therapeutic attempt has several variables includ-
ing unknown biological correcting variables. The nec-
essary local active agent concentrations and distribu-
tions in the vascular wall under different local precon-
ditions (lesion types) and genetic variants (e.g., poly-
morphisms), and the corresponding optimal timing are
not known and cannot be directly measured under in-
vivo conditions. With certain substances and preferred
methods of action (diffusion with the existing or absent
endothelium cell barrier), local overdosages (local tox-
icity) or underdosages may therefore occur. According
to the RAVEL study (sirolimus-LDD), stent malappo-
sitions occurred 20% of the time (by IVUS examina-
tion). They could be undesirable, induced, regional

Conventional implants Reduce surface
(316L, Tantalum, Titanium) tissue response

Passive coating 
(SiC:H, Carbon, Iridium, Al-oxid)

Active coating 
(direct eluting, polymer based)

Active coating/degradable carrier(s) Induce adequate 
local host response

Figure 7. Paradigm change in the development of cardio-
vascular implants.
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system, which apparently exists after all [31,32]. In the
end, a "borrow-from-nature" concept, the introduction
of a "more physiologic" healing of the lesion, is the
final goal of the interventional efforts (Figure 7).
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